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wsmemmmee PRODUCT CERTIFICATION
DYNAMET T ey WORKGRDER | SHLES ORDERI LS
, 047837 034354 /1
A Carpenter Company rax 7222 4168
SOLDTO
TMS, Inc
s " e by
USA to 15O 9Q07;2008 and ASB1D0:2004
CUSTOMER P.O, CUSTOMER PART QUANTITY COILSITAGS LARING NO S*ﬁPMKh'?:::ﬁ;ATE
TMS011911 252 |he 1 00051503 1 ﬁ'e?! 2011
PART INFORMATION:041 DD4AEED] PGBB
TI CP4 Standard Grade Close Tolerance Bar - 0.1988" Dia.
Specifications: ASTM F 67 Gr4 Rev: 06
Size: 0.1968" Dia. +/- 0.0002"
Length: 8° 4/« 6"
Chemical Report (Wt.%)
Eeat c Fo o N Y ot B TCE T
H16786 .046 .14 .34 008 <,0004 <.08 «<,20 BAT,
Hydrogen {As Shipped)
Hydrogen (%)
0.0026
o As Shipped Properties d
UTS #1 (psi) YS 0.2% 1 (psi) EL# (%) RA™ (%) 3
112500 96700 28 50 el AL
Hardness (HRBW) TS
a7
— Material Data
Malt Source Malt Origin
TIMET UsA
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msmmmmee P RODUCT CERTIFICATION
DYN AM ET Washmgzen, P4 16302 WORKORDER ~ SALES ORDER { RLS
047937 03435471
A Carpenter Company Far” 724 3904105
CUSTOMER P.O. CLISTOMER PART QUANTITY COILS/TAGS LADING NO SHIPMENT DATE
TMS011911 252 |bs 1 00051203 10/34/2011
CERTIFICATION REQUIREMENTS
Materlal Candition: Annealed - As Bhipped
Material Frea of Surface Contamination
End of Certification

This Is lo cortify that tha ahown tast resuite are cormect as contatnad In the racords of the company.

—ortification ahall not ba reprodiced except In full wihout the approval of Dynemet Inc. The
of falas, fictiolous or atdulent statsmants or entries on Lhis document may bo punished
RE a felony under Federal Law,

Taps Shipped:
047937001 2524 &fgth . /Qc,éaa.
Steven R, Dockus
Q. A, Lab Manager
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